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Detection of nickel atom by laser induced fluorescence during carbon
nanotube formation in a laser produced plume
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In situ monitoring of catalyst nickel atoms by laser induced fluorescence during carbon nanotube
formation in a laser-produced plume was performed at the Johnson Space Center nanotube
production laboratory. The results indicate that ablation of nickel and plume dynamics are strongly
related to the oven temperature. Nickel atoms have a long lifetime of several milliseconds and have
an electronic temperature of at least 1500 K during carbon nanotube formation. ©2001 American
Institute of Physics.@DOI: 10.1063/1.1365441#
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I. INTRODUCTION

The mechanism of carbon nanotube formation and
role of the metal catalysts have been an intriguing topic si
the discovery of carbon nanotubes.1 Although computational
efforts have been made and theoretical models have b
proposed,2–12 there have been little experimental data on
transient species involved in carbon nanotube formation.9–19

Much of the theory has been inferred from the structure
the carbon nanotubes and from surface examination of
target material.9–12 Only recently hasin situ experimental
work been reported with regard to nanotube formation. Sp
tral emission and laser induced fluorescence studies o2

during carbon nanotube formation in a laser-produced plu
have been performed by Arepalliet al.16,17 Geohegan and
co-workers have recently reportedin situ studies of cobalt
which are consistent with this work on nickel.18,19 However,
in situ studies of the nickel metal catalyst have been noti
ably lacking and are of particular interest since the meta
essential to promotion of nanotube growth. There are sev
proposals regarding the role of the metal catalyst, from t
of the atomic scooter2 to the role of larger nanometer6–8 and
micrometer sized nickel particles.3,4 In this work we address
the in situ monitoring of nickel metal atoms during carbo
nanotube formation in a laser-produced plume.

The lack ofin situ data regarding transient species is d
to the difficulty in obtaining spectroscopic information. On
of the difficulties in probing metal catalysts during carb
nanotube production by laser ablation is that the carb
aceous emission spectra are so prominent that emission
electronically excited nickel atoms is not detectable. La

a!Electronic mail: garydeboer@letu.edu
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induced fluorescence~LIF! techniques such as laser ablatio
atomic fluorescence spectroscopy~LAAFS! and laser excited
atomic fluorescence spectroscopy~LEAFS! have been shown
to be extremely sensitive means of detecting a variety
metals20–25 including nickel.26,27 We have made use of LIF
to probe nickel atoms during carbon nanotube formation i
laser-produced plume. The work was performed at
Johnson Space Center~JSC! carbon nanotube production lab
The nickel data were evaluated with reference to Arep
et al.’s laser induced fluorescence data on C2, as well as on
C2 emission spectra and plume diagnostics with respec
lifetimes, temperatures, and plume propagation.16 The results
indicate that the oven temperature is important to prom
ablation and long lived plumes which may provide con
tions favorable for the chemical interactions of transient s
cies. Initial ablation products are atoms, small molecul
and small clusters with electronic and rotational temperatu
much lower than that of the plasma.

II. EXPERIMENT

The nanotube production setup at the Johnson Sp
Center, described previously by Arepalliet al.,16,17 follows
that developed at Rice University.2 Briefly, the setup in-
cludes a carbon target~19 mm in diameter! which is doped
with 1% nickel and 1% cobalt and is supported on a rod in
oven which is heated to 1473 K during normal productio
The target and rod are centered within a 50.8 mm qua
tube. A smaller 25.4 mm quartz tube is centered within
50.8 mm tube and extends to within 6 mm of the targ
Argon flows through the tubes toward the target at a press
of 67 kPa and a flow rate of 100 sccm. Two Nd:YAG abl
tion lasers follow a path through the inner tube and strike
flat end of the target at normal incidence. The green~532
0 © 2001 American Institute of Physics
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nm! Nd:YAG laser fires 50 ns prior to the IR~1064 nm!
Nd:YAG laser. The ablations lasers, which generally oper
at 60 Hz, were operated at 10 Hz for these experiments,
an average power output of 1.5 W and an energy densit
1.6 J/cm2 per pulse for a laser spot size diameter of 3.4 m
A third Nd:YAG laser~355 nm! operating at 10 Hz is used t
pump a Lambda Physik FL 3002 dye laser. The dye~Cou-
marin 120! laser output was frequency doubled with a BBO
crystal and was tuned to the atomic lines of nickel over
wavelength range of 224.2–226.2 nm.

Two Stanford Research Systems~SRS! digital delay
generators and a 60–10 Hz converter synchronized the
sers. Fluorescence from the metal atoms was focused
200 mm focal length lens onto a 1 mmpinhole in front of a
Hamamatsu R928 photomultiplier tube~PMT!. Fluorescence
spectra were acquired by monitoring the PMT signal a
function of dye laser wavelength, laser energies, PMT p
tion, and pump–probe delay. The signals were avera
through a boxcar and the averaged signals were reco
with a personal computer. The time decay of nickel fluor
cence was monitored with a LeCroy transient digitizer an
Tektronix digital oscilloscope. Emission was also collect
with an optical fiber and a Spex 270M spectrophotome
that was used to resolve the emission. The resolved emis
was recorded with an intensified charge coupled dev
~ICCD!.

Wavelengths shorter than 350 nm for excitation a
emission of the nickel atom were chosen to avoid spec
interference due to blackbody radiation produced by
oven and carbonaceous emissions resulting from abla
Also, the PMT is more sensitive in this range. The nature
the production setup results in a great deal of scattered
dent radiation from the ablation and probe lasers. To red
the detection of scattered probe radiation a combination
excitation and fluorescent lines was chosen to allow de
tion of only the fluorescing radiation. The excitation wav
length was varied from 224.2 and 226.2 nm while collect
fluorescence transitions between 290 and 310 nm. A S
Blind ~SB300! filter centered at 300 nm was placed in fro
of the PMT, allowing detection of the 300 nm fluorescen
while minimizing the detection of scattered ablation ligh
scattered dye laser light, and blackbody radiation. A diagr

FIG. 1. Carbon nanotube diagnostic setup.
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of the diagnostic setup appears in Fig. 1 and an illustration
the transitions involved for excitation and collected fluore
cence appears in Fig. 2.

Nickel fluorescence was characterized using a so
nickel target at room temperature. To avoid saturation of
nickel signal a study of the nickel fluorescence signal a
function of laser energy was performed on two different e
citation wavelengths. Spectra were also measured at se
different dye laser energies to compare the relative intens
of all the electronic transitions within our probed region
224.2–226.2 nm. The energy studies imply a one pho
dependence and that the signal is easily saturated above
mJ. In an effort to maintain a linear response of signal inte
sity to dye laser energy, subsequent fluorescence studie
ing the nickel target were made with the laser excitat
energy less than 100mJ. The nickel fluorescence signal from
ablation of the nickel target was studied as a function
pump–probe time delay and position from the nickel targ
Excitation wavelength spectra were taken at several diffe
dye energy outputs and at different pump–probe delays.

The composite production target, composed of appro
mately 1% nickel and 1% cobalt in graphite, produces c
bon deposits on the quartz tubes that diminishes the si
after several minutes of ablation. Expedient data collect
became critical when using composite targets. The sig
levels for laser induced fluorescence of nickel using th
composite targets at 1473 K were comparable to the sig
levels obtained from the solid nickel target in spite of t
low, 1%, nickel concentration in the composite target. T
time delay between ablation lasers was adjusted up to 1ms,
from the nominal 50 ns used for production, and the L
signal intensity changed very little. Measurements of
nickel LIF signal as a function of dye laser energy at t
224.452 nm resonance indicated much less evidence of s
ration than did the nickel signal using the solid nickel targ
likely due to changes in ablation and plume propagation.

FIG. 2. Transitions involved in the LIF studies of nickel during carb
nanotube formation in a laser-produced plume.
IP license or copyright, see http://ojps.aip.org/japo/japcr.jsp
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avoid any saturation of the nickel signal using the compo
target, dye laser energies were maintained below 100mJ.

III. RESULTS

A. Nickel atom signal versus pump–probe delay

The transient nickel LIF signal was recorded as a fu
tion of the pump–probe delay for the nickel target at roo
temperature and for the composite target~C:Ni:Co596:1:1!
at 1473 K while positioning the PMT to collect the plum
image 1 mm from the target surface, Fig. 3. The nickel sig
is seen even when probing within nanoseconds of the sec
ablation laser, although interference from the ablation las
make quantifying the nickel fluorescence difficult. Th
nickel signal originating from the solid nickel target at roo
temperature soon diminishes, within a few microsecon
then increases only to diminish again within 20ms of abla-
tion. At an oven temperature of 1473 K the composite tar
has a pump–probe time profile which appears to be q
different than that for the solid nickel target, resulting in
much longer apparent lifetime of several milliseconds.

Temporal profiles of the hot composite target were a
taken at distances of 2 and 3 mm with respect to the tar
Fig. 4. The time decay of the apparent nickel LIF sign
produced at 1 and 2 mm can be fit to an exponential funct
Better fits are obtained using two functions. Half lives a
tabulated in Table I. The peak intensities of the 1, 2, an
mm profiles suggest that the nickel atoms propagate at a
of 10 m/s, much slower and with a longer lifetime than r
ported by Arepalliet al. for C2 .16

At a peak LIF intensity the PMT signal, imaged 1 m
from the target surface at a pump–probe delay of 200ms, is

FIG. 3. Nickel signal intensity as a function of pump–probe delay for
composite target at 1453 K and an imaging distance of 1 mm. The i
shows nickel signals for the room temperature nickel target on a shorter
scale. The areas marked ‘‘hot’’ and ‘‘cold’’ refer to the electronic tempe
tures at these pump–probe delays.
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proportional to about 2.5 million photons. The transmiss
of our SB300 filter is approximately 60%. Our spectral wi
dow would transmit approximately 10% of the total fluore
cence. Assuming the fluorescence is isotropic, we can ca
late, based on the dimensions of our system, the fractio
the photons which would have an opportunity to be collec
by our lens and focused onto the PMT. The fluoresce
originates from the cylinder swept out by the dye laser~2
mm diam! path through the nickel populated portion of th
plume. Since the nickel signal is greatly decreased 3 m
from the target surface, let us assume the nickel signal co
from a cylindrical volume 2 mm in diameter and 3 mm
length. At the dye laser wavelength of 224.452 nm, the
citation is from a lower state with energy of 879 cm21, and
thus is only 20% of the total nickel population distribute
over the three lowest states~879, 204, and 0 cm21! at 1500
K. We can then approximate a nickel population density
1014 nickel atoms/cm3 in the region within 3 mm of the tar-
get at a pump–probe delay of 200ms. With respect to the
total amount of material ablated from the target, 3.8
31026 g/pulse, this would imply that nearly all the nicke
~1% by weight in the target! would be present within the
volume probed. Although the calculation of the nickel ato
density is approximate, it would imply that a great deal

et
e

-

FIG. 4. Nickel atom time profile as a function of imaging distance from t
target appearing to show a rate of nickel atom propagation of 10 m/s.

TABLE I. Nickel signal decay rates for the pump–probe profile at 1 an
mm with single and two function exponential fits.

Image distance
~mm!

Half life ~ms!

One
function

Two
functions

1 372 243, 839
2 372 210, 710
IP license or copyright, see http://ojps.aip.org/japo/japcr.jsp
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the nickel appears to be in atomic form and is present wit
a few millimeters of our target surface during the first seve
hundred microseconds.

B. Plume expansion conditions

Arepalli et al. also studied the C2 emission spectra an
the plume expansion during carbon nanotube formation
laser-produced plume.16 Plume size, lifetime, and velocity
were found to be related to oven temperature and the
tance of the target from the inner tube. ICCD images of
plume expansion indicate that under room temperature c
ditions the expansion is small, short lived, and does trave
within the inner tube. The nickel LIF data seem to indica
similar dependence on oven temperature. The room temp
ture oven resulted in a short lived nickel atom signal an
small plume, while a hot oven results in a much longer li
time and greater signal intensity for the nickel atom.

C. Nickel atom LIF spectra

LIF excitation covers a wavelength range of 224.
226.2 nm and contains eight nickel transitions, of wh
seven were identified. The unidentified transition is a nic
transition, reported by others in the literature, but its orig
are uncertain. It appears to best match a transition from a
cm21 lower state. Of the seven identified transitions, th
originate from the3D2 state, two from the3D3 state, and two
from the 3F4 state, with respective energies of 879.81
204.787, and 0 cm21. The fluorescence collected when usi
the SB300 solar blind filter represents fluorescence wh
occurs not from the excited state directly populated by ex
tation, but from lower energy excited states~Fig. 2!.

Wavelength resolved fluorescence studies done by
ner et al.28 showed a consistent fractional detection of to
emission for the lines in our spectral region. We resolved
nickel fluorescence signal excited by the 224.452 and 225
nm resonances. A fiber optic introduced the fluorescence
a Spex270 spectrometer that imaged the dispersed fluo
cence onto an ICCD. The dispersed fluorescent spectra
these transitions which originate from 879.813 and 0 cm21,
respectively, were very similar, implying that our da
should be representative of the excitation intensities for
transitions involved.

If we consider the collected fluorescence signal to
proportional to the absorption intensity, we can infer relat
electronic state populations from the line intensities using
transition probabilityf or line strengthS. The application of
line strengths is more suited to this analysis. The intensity
a spontaneous emission process in terms of line strengt

I 5$~64p4nul
4 /3c2!exp@2hcEu /~kT!#/Q%Sul , ~1!

wheren is the frequency of the transition,Eu is the energy of
the upper state,k is the Boltzmann constant,T the tempera-
ture in kelvin, Q the partition function, andSul the line
strength factor for the emission from the upper to the low
energy state. The change inn over our spectral region affect
the intensity by only a few percent, so that the first term
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relatively constant. The exponential term reflects the popu
tions of the various energy levels,Ni . Equation~1! can then
be approximated by

I}NiSul . ~2!

Relative populations can be found by dividing the tra
sition intensity by the line strength factor. Given the relati
population, this population can be fit as a function of
electronic energy to a Boltzmann distribution, Eq.~3!, to
obtain an electronic temperature,

Ni /N05e2DE/kT, ~3!

whereDE is the respective energy of each electronic st
relative to the ground state.

Spectra were corrected for variations in laser excitat
energy by dividing the raw LIF data with the product of th
measured dye laser energy times the wavelength,E
5Nhc/l, such thatN, the number of photons, is propo
tional toEl. The wavelength factor affects the spectra mi
mally, since the change in wavelength is less than 1% o
our spectral region.

In Fig. 5 each line of the energy normalized spectra w
integrated and the baseline corrected. These integrated in
sities were then divided by the respective line strength fac
to obtain relative electronic state populations. Electro
temperatures obtained in this manner range from 1000
2000 K. A synthetic spectrum29 for a temperature of 1500 K
is compared to experiment in Fig. 5.

It should be noted that the 1500 K temperature fit is
minimal temperature needed to obtain a fit. Temperatu
higher than 1500 K do not change the synthetic spectrum
any great extent because the dependence of populatio

FIG. 5. Nickel spectra taken with a room temperature nickel target co
pared with a 1500 K synthetic spectrum. Note that the transition at 225
nm is an unidentified transition.
IP license or copyright, see http://ojps.aip.org/japo/japcr.jsp
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less sensitive at higher temperatures. The actual temper
of the spectra may be as low as 1000 K but could be m
greater than 1500 K.

Spectral data were also compared within an experim
tal day as a function of pump–probe delay. Two of the
spectra taken with the nickel target at room temperature
pear in Fig. 6 along with synthetic spectra. Temperatu

FIG. 7. Nickel spectra taken with a Ni/Co/C target at a temperature of 1
K at ~A! 200 and~B! 10 ms. The spectrum with the earlier delay appea
cooler, 225 K, than the later spectrum, 1500 K. This is in contrast to
results obtained with the room temperature nickel target.

FIG. 6. Spectra taken with a room temperature nickel target at~A! 24 and
~B! 8 ms delay with respect to the pump probe. The spectrum in~A! is fit
with a temperature of 275 K, while that in~B! is fit with a temperature of
1500 K.
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obtained from these spectra are 275 K for the 24ms delay
and 1500 K for the 8ms delay. It is clearly seen that there
an increase in intensity for the lower energy states at a l
pump–probe delay. When using the composite target at 1
K, Fig. 7, it is seen that the later pump–probe delay of 2
ms exhibits a warmer spectrum than does the earlier dela
10 ms. For both the hot composite target and the room te
perature solid nickel target~Figs. 7 and 8! the warmer spec-
tra relate to greater nickel signal intensity within the temp
ral pump–probe profile while the cooler spectra correspo
to a lesser nickel signal intensity. It should be noted that
spectra obtained from the room temperature nickel target
those from the oven heated composite target can both b
to a synthetic spectrum with a temperature of 1500 K.

D. Rotational temperature fitting of C 2 spectra by line
strength analysis

Arepalli et al.16 reported laser induced fluorescence d
for C2 . Additional analysis of that data is reported here
complement the nickel fluorescence data. The C2 spectra rep-
resent a single electronic and a single vibrational transit
but many different rotational energy transitions. The spec
region of 473–474 nm corresponds to the 0-1 transition fr
the a3Pu to thed3Pg electronic state. A diagram of the C2

Swan band for the 0-1 transition appears in Fig. 8. The sp
tral region probed consists almost entirely of theP branch of
the rotational spectrum with only a small contribution fro
the Q andR branches. The experimental spectra were fit
synthetic spectra, similar to the method described
nickel.29 A calculated spectrum, for rotational temperature
400 K, illustrating the three branches of the spectrum is s
in Fig. 9. An example of the fits appears in Fig. 10 and t

3

e

FIG. 8. Transitions involved in the LIF studies of C2 during carbon nano-
tube formation in a laser-produced plume.
IP license or copyright, see http://ojps.aip.org/japo/japcr.jsp
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5765J. Appl. Phys., Vol. 89, No. 10, 15 May 2001 DeBoer et al.
resulting temperatures appear in Table II. Arepalliet al.
measured the bandhead intensities of the C2 spectra as a
function of pump–probe delay.16 As with the nickel data,
higher temperatures are associated with the more intense
nal.

These temperatures are regarded as maxima, s
higher temperatures result in increased intensity toP, branch
transitions in the 473.1–473.2 nm range which is not e
denced in the spectra in Fig. 11. Also, the ratio of the ba
head intensity at 473.69 nm to the 473.34 or 473.40

FIG. 9. Synthetic C2 spectra at 400 K that demonstrate theP, Q, and R
branches of the rotational–vibrational transition of the 0-1 Swan band.

FIG. 10. C2 spectra taken at a 20ms delay and at an imaging distance
1.775 mm fit to a temperature of 400 K.
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transitions continues to increase up to about 600 K. The
perimental ratio is much less than the ratio at 600 K, in
cating a lower rotational temperature. The rotational te
peratures and bandhead intensities as a function of l
pump–probe delay are plotted in Fig. 12. Figure 13 illu
trates the relationship between the C2 rotational temperature
and the imaging position. It should also be noted that the2

data were taken using only the IR laser for ablation, wh
the nickel data were taken using both the IR laser and
green laser for ablation. The use of only the IR laser is lik
responsible for the lower C2 temperatures. Carbon nanotub
do form when the IR laser is used without the 532 nm las
but with less of a yield.

IV. DISCUSSION

Since metal catalysts are essential to carbon nano
formation, several studies have focused on the behavio
the metal. Yudasakaet al.11 have shown, by inspection o
targets, that when Nd:YAG pulsed lasers are used ther
poor metal ablation at room temperature and carbon na

TABLE II. Rotational temperatures for C2 as a function of pump–probe
delay and image position.

Delay
~ms!

Distance
~mm!

Temperature
~K! Intensity

1 20.225 350
1 0.775 350
1 1.775 400
1 1.775 400
1 2.775 700
1 4.775 300
0.25 1.775 350 4.5
5 1.775 400 6

20 1.775 400 2
40 1.775 350 0.25

FIG. 11. Synthetic C2 spectra at 400, 500, 600, and 700 K. Note the chan
in the bandhead intensity and the growth in theP branch transition at 473.15
nm.
IP license or copyright, see http://ojps.aip.org/japo/japcr.jsp
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tubes do not form. However, when the target is heated
1473 K carbon nanotubes do form and the metal is abla
from the target. Yudasakaet al. also noted that when a CO2

laser is used at room temperature carbon nanotubes are
formed, implying that the elevated ambient gas medium te
perature is not necessary for nanotube assembly, but, ra
for metal ablation.10 The millisecond CO2 laser has a much
longer pulse than the nanosecond Nd:Yag or excimer las

FIG. 12. C2 rotational temperature and bandhead intensities at an ima
distance of 1.775 mm vs pump–probe delay.

FIG. 13. C2 rotational temperature vs imaging position at a pump–pro
delay of 1ms.
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It is possible that the longer heating time of the CO2 laser
allows better ablation so that elevated oven temperatures
not necessary. This work is consistent with an increase
nickel metal ablation at elevated oven temperatures. T
work also indicates that the electronic temperature of nic
atoms produced by laser ablation is at least 1500 K in
center of the plume regardless of the oven temperature
becomes much lower outside of the plume. The propaga
and the lifetime of nickel atoms clearly change when t
oven is used to elevate the target temperature.

Temperatures obtained from the nickel and carbon L
spectra are much cooler than those indicated by the C2 emis-
sion. Similar LIF and emission studies done by Brinkm
et al.30 in a dc arcjet for purposes of analyzing diamo
deposition found similar temperature differences between2

emission and LIF. Temperature measurements based
variety of methods in other systems appear to give sim
temperature variations for the electronically excited state
ground state species.31–35Brinkmanet al. postulated that the
quenching of the excited electronic C2 species is much faste
than a multiple collision process necessary for reaching
brational and rotational thermal equilibrium. The hot C2

emission has a lifetime of about 60ms, implying that during
this time short lived C2 species are being formed.

Laser produced plumes associated with carbon h
been studied.36–38 These studies indicate that the carbo
aceous emission results primarily from recombination
atomic carbon to produce hot C2 emission spectra. Arepall
et al.39 have also explored the possibility that C2 emission
can result from the photodissociation or ‘‘shrinkage’’
fullerenes. Both of these sources, and possibly others,
likely contributors to the hot C2 emissions.

Computational studies based on analysis of the endc
of carbon nanotubes formed in the dc arc indicate that
growth of carbon nanotubes occurs at between 700 and 1
K, rather than at the much higher temperatures of
plasma.9 The dependence of the nanotube diameter on
oven temperature would also indicate that oven temperat
have a role in the formation process.40 Arepalli et al.16 have
shown that the oven temperature influences the plume pr
gation, size, and lifetime when Nd:YAG lasers are used
ablation. They have also shown that the target position r
tive to that of the inner tube can affect the plume propa
tion. The empirically determined optimal target position f
the formation of carbon nanotubes also relates to the pos
in which the plume appears to have the slowest rate of pro
gation. No doubt the distance of the target from the inn
tuber influences the argon gas flow characteristics around
target. Yudasakaet al.12 also noted that nickel ablation has
gas pressure dependency, although they attributed this
pendency to effects of ablation rather than of plume pro
gation. The ablation process influences the propagation
the plume very much and so it is difficult to analyze the
independent of each other.

With regard to whether the metal species within t
plume are atomic or large micrometer sized particles
melts, various work to characterize plumes produced by la
ablation can be elucidative.36–38,41–45Plume associated met
als, including nickel, have been studied.42–45 In general, it
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has been found that higher laser energy densities and
pressures appear to be necessary to create metallic nan
ticles or liquid droplets by laser ablation.42–44Given the con-
ditions of our experiments it seems likely that the init
ablation results in atomic and small molecular species tha
the larger particles and droplets being less prevalent.

Dillon et al.46 have addressed the specific question
carbon nanotube formation as a function of laser parame
They studied the formation of carbon nanotubes using pu
lasers at 3–24 kHz with various pulse energies and cont
ous wave lasers. They indicated that tubes are forme
higher laser powers, but with lower pulse energies a
higher pulse frequency, consistent with smaller species b
ablated. This implies that the formation of carbon nanotu
is favored by species that are in the vapor phase.

Lifetimes of the C2 and nickel atoms reported in thi
work may indicate that nickel atoms are more prevalent t
nickel particles or droplets. The long lifetime of the nick
atom signal, which peaks at about 100ms and then appear
to decreases according to a biexponential function with h
lives of about 230 and 780ms, would suggest that the pre
ence of the atomic species is more prevalent than nickel
ticles or droplets for the first several hundred microsecon
Lifetime emission and LIF of C2 are shorter than the lifetime
of the nickel LIF signal which may indicate that the nucl
ation process for carbon is faster than it is for the nic
metal. Geohegan and co-workers observed a similarly l
lifetime for the cobalt atom,18 consistent with the suggestio
that more metal atoms rather than metal clusters or parti
are present during the first several milliseconds after a
tion.

Maiti et al. reported experimental nanotube growth ra
of 1–500 Å/ms for the dc arc process and calculated
growth rate of 8.23102 Å/ms at 1500 K and 1.93104 Å/ms
at 2000 K based on molecular dynamics simulations.6 This
would imply a growth time of one to many milliseconds f
a micron long tube. Smalley47 and Scottet al.48 proposed
much shorter, microsecond times for nanotube format
during laser ablation, while other groups, such as Puret
et al.,19 Kokai et al.,13,14 and Gorbunov,49 proposed forma-
tion times of as long as seconds. Time scales on the orde
milliseconds and longer would allow metal nucleation duri
nanotube formation. The nucleation of metals into small
metallic clusters may be the reason for a bimetallic dep
dence of the metal catalyst. Clearly, additional efforts to
termine the growth rates of nanotubes and the presenc
nanotubes during the formation process are necessary.

V. CONCLUSION

This work demonstrates that the nickel metal catal
can be monitoredin situ during carbon nanotube formation
Elevation of the oven temperature increases the amoun
ablation and also appears to influence plume expansion
propagation. The distribution of energies in the nickel at
and the rotational energies of the ground electronic stat
the C2 species inferred from the LIF spectra imply that t
temperatures of these species are much lower than
plasma temperature. The temperatures determined by LIF
Downloaded 04 Sep 2001 to 199.98.105.203. Redistribution subject to A
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more closely related to the ambient oven temperature.
laser power densities, gas pressures, as well as metal an2

lifetimes are consistent with an atomic or small molecu
presence upon ablation. Additional experiments includ
LIF studies of C2 using two ablation lasers, additional LI
studies of nickel and cobalt as a function of various syst
parameters, and anin situ method to monitor nanotube
growth would be beneficial to this work.
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